
Report Number: 9220028-1

Report Date: 15/11/2022

Sample Date: 10/11/2022

Sample Number: 229-1533A

Date tested: 15/11/2022

Tested by: DA
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Test Method: AS1141.11.1 & .12, Alternate sieve sizes used. Sample dry & washed over 0.053mm sieve. Dry sieved.

Material Passing 0.053mm Wash Sieve 

added to PAN Retained.

% Finer than 0.053mm
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Client Details:

Client Address:

Lilydale Instant Lawn 

Accredited for compliance                                                                                              

with ISO/IEC 17025 - Testing.
DARREN ASHDOWN

Sports Field Laboratory Manager

NATA Accreditation Number: 1407 Mornington

APPROVED SIGNATORY

30 Bottings Lane, Yarra Glen, Vic 3775

Materials Testing

Sampling Method:

Snowys Block 

Brown Loamy Sand 

Unknown - Client Supplied 

Project :

Sample ID:

Material Description:

Coefficient of Uniformity (Cc):

Coefficient of Gradation (Cu):

Distribution Data
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